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Abstract

We have performed an angle-resolved photoemission study ofthe iron pnictide superconductor KFe2As2 with Tc ∼ 4 K. Most of
the observed Fermi surfaces show almost two-dimensional shapes, while one of the quasi-particle bands near the Fermi level has a
strong dispersion along thekz direction, consistent with the result of a band-structure calculation. However, hole Fermi surfacesα
andζ are smaller than those predicted by the calculation while other Fermi surfaces are larger. These observations are consistent
with the result of a de Haas-van Alphen study and a theoretical prediction on inter-band scattering, possibly indicating many body
effects on the electronic structure.
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1. Introduction

The discovery of the iron pnictides superconductors [1] has
provided a new direction in the studies of high-Tc supercon-
ductors. Similar to the high-Tc cuprates superconductors, intro-
ducing charge carriers (electrons or holes) into the parentan-
tiferromagnetic material causes superconductivity. Thus, com-
parison of the phase diagram of the iron pnictides with that of
the high-Tc cuprates is necessary for understanding the mecha-
nism of the superconductivity in the pnictides and the cuprates.
In the hole-doped system Ba1−xKxFe2As2 (Ba122), when the
FeAs plane has as many holes as≥ 0.2 per Fe atom,Tc does not
disappear, different from the high-Tc cuprate. The end member
of the Ba122 system KFe2As2, which has 0.5 hole per Fe site,
showsTc ∼ 4 K [2]. Interestingly,75As nuclear quadrupole
resonance (NQR) and specific heat studies of KFe2As2 have
suggested the existence of multiple nodal superconductinggaps
rather than a full gap. Also, the electronic specific heat co-
efficient γ is as large as∼70 mJ/K2mol [3], indicating elec-
tron mass renormalization by electron correlation. In order to
study the relationship between the electron correlation strength
and superconductivity, it has been desired to reveal electron en-
ergy band dispersions and Fermi surfaces (FSs) in KFe2As2. A
previous angle-resolved photoemission study (ARPES) has re-
vealed that there are hole Fermi surfaces (α andβ) around the
zone center while the electron pockets around the zone corner
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disappear and change to small hole pockets (ǫ) due to the heavy
hole doping [4]. However, three hole Fermi surfaces around the
zone center predicted by the band-structure calculation has not
been resolved. Recently, a de Haas-van Alphen (dHvA) study
has revealed that theζ sheet which has a similar size to theα
sheet exists around the zone center [5]. Furthermore, the dHvA
study has pointed out the shrinkage of theα andζ sheets and
the enhancement of electron mass compared to those predicted
by the band-structure calculation. In the present study, inor-
der to reveal the shapes of the FSs more precisely in the three-
dimensional momentum space, we have performed an ARPES
study of KFe2As2 using high-quality single crystals and various
photon energies.

2. Experiment and Calculation

ARPES measurements were performed at beamline 5-4 of
Stanford Synchrotron Radiation Laboratory (SSRL) with a nor-
mal incidence monochromator and a Scienta SES-R4000 elec-
tron analyzer. The typical energy and angular resolutions used
for the present measurements were about 10 meV and 0.3 de-
gree, respectively. Single crystals of KFe2As2 were grown from
K flux. Samples were cleavedin situ and measured at a temper-
ature of 15 K in a pressure better than 5× 10−11 Torr. We have
performed the measurements at photon energies fromhν=14
to 33 eV. The in-plane (kx, ky) and out-of-plane (kz) momen-
tum are expressed in units ofπ/a and 2π/c, respectively, where
a = 3.864 Å andc = 13.87 Å. The electronic band structure of
KFe2As2 was calculated within the local density approximation
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Figure 1: Band dispersion in KFe2As2. (a) Second derivative plot of the energy distribution curves along theΓ-X direction. Dotted lines are guide to the eye. (b)
Band dispersions predicted by band-structure calculation.
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Figure 2: Fermi surfaces of KFe2As2 obtained by ARPES. (a) Spectral weight
at EF in the kx-ky plane. Fermi momentakF (filled circles) were obtained by
peak positions of the momentum distribution curves. (b) Comparison of the
FSs obtained by ARPES (filled circles) with those predicted by band-structure
calculation. Results of band-structure calculation are shown by thick solid lines
(kz= 0) and thick dotted lines (kz= 2π/c corresponding to the Z point).

(LDA) by using the full potential LAPW (FLAPW) method.
We used the program codes TSPACE [10] and KANSAI-06.
The experimental crystal structure [11] including the atomic po-
sition zAs of As was used for the calculation.

3. Results and Discussion

Band dispersions taken withhν=25 eV are shown in Fig.
1(a). The cut is along the diagonal of the two-dimensional
Brillouin zone and the image has been obtained by the sec-
ond derivative of the energy distribution curves. All the energy
bands giving rise to theα, ζ, β, andǫ FS sheets predicted by
the calculation [Fig.1(b)] are observed. Particularly, wehave
clearly observed theζ band close to theα band nearEF , con-
sistent with the dHvA result [5]. In addition to these bands,
we find that another hole-like band exists near the zone center.
Since this is not predicted by the bulk band-structure calcula-
tion, this band may be due to surface states. By comparing
the ARPES band dispersions with the band-structure calcula-
tion shown in Fig.1 (b), the enhancement of electron mass of
theα band is found to bem∗/mb ∼ 3. On the other hand, the dis-
persion of theζ band strongly deviates from the band-structure
calculation, indicating orbital dependent mass renormalization.

Figure 2 (a) shows Fermi surfaces in thekx-ky plane of
KFe2As2 obtained by ARPES. The overall Fermi surface shapes
are nearly consistent with those observed in the previous study
[4]. However, several new observations should be remarked.
One is the observation of theζ sheet which has a similar size
as theα sheet as already pointed out above. Fermi momenta
kF ’s obtained by the MDC peak positions show different val-
ues between thekx and theky direction. This can be explained
by existence of the two Fermi surfaces (α andζ) with differ-
ent matrix element effects. According to the dHvA result [5],
the larger hole Fermi surface is ascribed to theζ Fermi surface.
Another point is that a small Fermi surface around the zone
center has been observed. Since this FS is not predicted by the
band-structure calculation and has nearly two-dimensional dis-
persions as indicated below, it can be ascribed to surface states.
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Figure 3: Three-dimensional electronic structure of KFe2As2. (a)(b) ARPES spectra along thekx direction withky= 0 taken athν= 20 eV and 30 eV. Thick lines
are band dispersions predicted by the band-structure calculation forkz= 2π/c [(a)] andkz= 0 [(b)]. (c) Spectral weight mapping atEF in thekx-kz plane. (d) Normal
emission spectra corresponding to the arrow in panel (c).

Here, we compare the FSs obtained by ARPES with those
predicted by the band-structure calculation in Fig.2 (b). The
Fermi surface areas are estimated to be 10.1, 11.8, 28.5 and 2.1
% of the Brillouin zone forα, ζ, β, andǫ, respectively, in good
agreement with the results of dHvA [5]. Note that theα andζ
Fermi surfaces are smaller than those in the band-structurecal-
culation, while theβ andǫ FSs are larger. This trend may be
explained by a theoretical prediction based on inter-band inter-
action [12].

Since the Ba122 system has three dimensional FSs which are
predicted by band-structure calculations [7] and confirmedby
ARPES [9, 8], we have investigated the electronic band dis-
persions in thekz direction by changing the excitation photon
energy. Figuer 3(c) shows spectral weight mapping atEF in
the kx-kz plane. kz has been is determined by assuming an in-
ner potentialV0=13eV. ARPES spectra near the zone center
taken athν= 20 eV and 30 eV, corresponding to the cuts in
Fig. 3(c), are shown in Fig. 3 (a) and Fig. 3(b), respectively.
From Fig. 3(c), one can see that the observed Fermi surfaces
are nearly two-dimensional, consistent with the band-structure
calculation. Note that the FS of the surface state near the zone
center has also two-dimensional character. From Figs. 3(a)and
3(b), one can see that the structure∼ 0.2 eV belowEF observed
for hν=20 eV moves towardsEF for hν=30 eV, indicating that
the this band is dispersive along thekz direction. In fact, nor-
mal emission spectra [Fig.3 (d)] clearly illustrate a parabolic
dispersion along thekz direction and slightly crossesEF in the

vicinity of theZ point. From the band-structure calculation, this
band can be identified as thedz2 band. With a mass enhance-
ment factorm∗/mb ∼ 3, this band is also well explained by the
band-structure calculation.

4. Conclusion

In summary, we have observed FSs in KFe2As2 in three-
dimensional momentum space by using ARPES. All FSs except
for the surface states are qualitatively consistent with the band-
structure calculation. The sizes of the FSs are quantitatively
consistent with the dHvA observation: theα andζ sheets are
smaller than those in the band-structure calculation whilethe
β andǫ sheets are larger, which may be attributed to electron
correlation effects.
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